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Measured Absorption and Calculated Emission

500 Cross-Sectionsfor Yb in Gen VIII host glass
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Data: http://www.nufern.com/marketing/fiber data/Yb Gen VIII Cross Section.xIsx

Measured Absorptionand Calculated Emission
Cross-SectionsforYb in Gen 9 hostglass
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Data: http://www.nufern.com/marketing/fiber data/Yb Gen IX Cross Section.xlsx
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http://www.nufern.com/marketing/fiber_data/Yb_Gen_VIII_Cross_Section.xlsx
http://www.nufern.com/marketing/fiber_data/Yb_Gen_IX_Cross_Section.xlsx

